
                                                                    MOISTURE CONTENT TEST ON SOILS

Report Number  205

Report Date 02/11/2009

Client Name CMW Tamworth

23/12/1996Scheme Name Soothill Landfill Date Taken

23/12/1996Material Group Date ReceivedSoils

Material Type Clay

Material Name Type 1 - General Granular Materials

Specification 1A - Well Graded Granular

Testname Moisture Content

Source

Quarry

Lab Ref DateTested Chainage Depth Condition Loss of Moisture MC%

10104 12/12/1996 D Yes 31

10118 280

10146 24/02/1997 CH 300 No 11

10148 21/02/1997 CH 350 No 6

10155

10156

10251

10305 24/04/1997 0 11

Sample Certificate 0 Sampled By Glen Johnson

1


